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Sept. 6, 1966 R. A. JEWELL ETAL 3,271,181 
METHOD OF COATING CARBONACEOUS BASE TO PREVENT 

OXIDATION DESTRUCTION AND COATED BASE 
Filed May 29, 1963 

Deposit layer of molybdenum onto 
substrate 

Condition I inert atmosphere 
5 minutes 2 6 0 0 "  F 
5 minutes 3000" F 

Carbonize t hydrogen - toluene 
atmosphere 
5 minutes 3000" F MoC 'I3 1 
Siliconire: hydrogen - Si C14 
atmosphere 
10 minutes 2 1 5 0 ~  F 

Condition: hydrogen atmosphere 
and 2300' - 2500' F for 10 
minutes 

Allow to cool under inert 
atmosphere conditions 
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United States Patent Of i  3,271,181 ce Pate,,, se,, , 1, 

3,271,181 and novel nlctl~od of applying a disiiilide protective coat- 
MIi'l'llOl) Of? COATING CANIIONACEOIJS BASE TO ing On " carbonaceour base- 

IBHEVEN'I' 0XII)AI'ION DESTRUCTION AND According to the present invention, the foregoing and 
COATED BASE other objects are obtained by applying a coating of mo- 

Robert A. Jewell and Noel T. Wakelyn, Hampton, Va., 5 lybdenum onto an exposed surface of the carbonaceous 
assignors to the United States of Atnerica as repre- body, converting the ~nolybdenum layer into molybdenum 
sented by the Administrator of the National Aeronau- carbide, and thereafter, siliconizing the car- 
tics and Space Adrninisfrntion 

Filed May 29, 1963, Ser. No. 284,266 bide layer to form a layer of molybdcnu~ll disilicide. 

5 Claims. (C1. 117-46) A more complete appreciation of the present invention 
10 and many more of the atteudant advantages thereof will 

'[he invention dcscribcd hc~cin inay be manufactured be readily appreciated as the same becomes better under- 
and used by or for the Govelnment of the United States stood by reference to the following detailed descriptioo 
of America for governmetltal purposes without the pay- when considered in connection with the accompanying 
ment of any royalties thcreon or therefor. drawings wherein: 

This invention relates generally to the protection of 15 The single figure of the drawing is a flow sheet repre- 
su~faces against erosion and oxidation by applying a pro- senting the process for applying the final coating of molyb- 
tective disilicide coating thereto. More particularly this denum disilicide onto a carbonaceous base. 
invention relates to the protection of carbon and graphite Referring now to the drawing, there is shown a carbon 
bociies from oxidation damage, when in an oxidizing or graphite article 11 which is coated with a layer of 
en\ironment, by applying a protective disilicide coating 20 lnolybdenum by conventional flame or plasma spray 
thercon. and to the process for applying this protective methods. This coating 13 of molybdenum is easily ap- 
disllicide coating to form an impermeable protective bar- plied to substrates by the plasma and flame spraying 
rier for the carbonaceous base. method, but the resulting coating in each process is very 

Carbon and graphite base articles have proven to pos- porous and not too well bonded to the substrate. The 
sess exceptionally good mechanical strength properties 25 thickness of the coating shown in the figure is in the range , \+hen used in the manufacturing of leading edges for high- of 1.0-3.5 mils and is readily controlled to that desired 
speed aerial vehicles, rocket nozzles, and protective nose by either the flame or plasma spray process. This coated 
cones for payloads launched into the upper atmosphere article is then conditioned in a high temperature furnace 
by rockets. Graphite, aIthough having good high-tem- by heating it to a temperature of approxinlatefy 2600" F. 
perature strength in comparison with other materials, is 30 and, while maintaining this temperature for a period of 
nevertheless subject to erosion and oxidation damage about five minutes, a flow of inert gas, such for example 
caused by high ternperatuies in the presence of high argon, is flowed through the furnace about the coated 
velocity strearns of oxidizing fluids such as air, and article 11, at a flow rate of approximately 1.5 liters per 
methods need to be devised to protect the graphite from minute. The temperature of the furnace is then increased 
such oxidation damage to permit full utilization capabili- 35 to approximately 3000" F. and maintained at  this tem- 
ties of this otherwise durable material. It is known that perature for about five minutes while continuing the inert 
molybdenum disilicide is a good high temperature oxida- atmosphere therein. The flow of argon, or other inert gas, 
tion resistant material but well bonded coatings of uni- is then shut oil and, while maintaining the temperature 
form thicknesses of this disilicide cannot be achieved on qo of the furnace and the contained coated article 11 therein 
ciu bonaceous substrates by the presently known coating at about 3000" F., a flow of hydrogen, bubbling through 
processes. a container of toluene and flowing at a rate of two liters 

One previous proposal for protecting graphite and car- per minute, is passed through the furnace and over the 
boll bodies subjected to oxidation damage has been to article 11. This five minute processing period carbonizes 
apply a laminated coatlng onto the graphite body with q5 the molybdenum layer and converts layer 13 i n t ~  a molyb- 
the exterior lamination being converted to an impervious denum carbide layer 15. 
nonporous oxidatioil resistant barrier when subjected to The flow of hydrogen-toluene is then discontinued and 
high temperature, high velocity gascous flow. This pro- replaced by hydrogen gas bubbling through a container 
posal is disclosed in applicants' copending application of silicon tetrachloride at n rate of approximately four 
Se~i:rl No. 240,760, filed November 28, 1962, and of com- liters per minute, while the temperature of the furnace 
mon assignment. Although this prior art protective meas- permitted to cool to, and maintained at, approximately 
ure was suitable for the purposes intended, the process for 2150" F. Additionally, excess hydrogen is flowed over 
applying the laminated coating thereon is involved and another path through the furnace and over the coated 
time consuming. Other prior art proposals for protecting material at a rate of about 2 liters per minute to provide 
graphite bodies have been to apply various coatings of 65 an excess hydrogen atm~sphere in the furnace for the 
c,~rbides and nitrides thereto and also to impregnate the coated member 1%. This siliconizing process requires 
porous graphite bodies with metallic substances such as about ten minutes and converts the molybdenum carbide 
carbides or n~trides. These prior art proposals also have layer 15 into a layer of molybdenunl silicide 17. 
their deficiencies, as pointed out in applicants' copending After the silicanizing process is completed the furnace 
application, 60 temperature is elevated and maintained at 2300"-2500" F. 

It is, therefore, an object of the present invention to for another ten minutes to condition the coating. After 
provide a new carbonaceous nrticle of manufacture which conditioning of the coaling, the furnace is allowed to cool 
w l i  he protected from oxtdation damage by oxidizing to room temperature during which time a Bow of inert 
fluitis at high ten~pcrdtures. gas, such for example argon, is again Rowed through the 

Another object of the piesent invention is to provide furnace at a late of approximately 1.5 liters per minute. 
a carbonaceous art~cle havlng a disllicide coating forming Subsequent slicing of the coated surface in the cross 
an oxidation protective barrier for the graphite body. sectional area shows that the original porous, brittle, 

A still further object of the present invention is to pro- fragile, nrechanically held molybdenum sprayed coaoalihg 
vide a plotective coat~ng lor ca~bon  a~ticles which will 13 is now a gas impervious, and extremely well mechani- 
form imperjncable barrier protection for the carbon when cally and chemically bonded, coating on the substrate 11. 
subjected to high temperatures. This final coating 17 is essentially molybdenum disilicide 

An additional object of the present invention is a new although i t  is also believed to include silicon-molybdenum 
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silicicles, nrolybdenum carbon silicides, molybdenum car- 
bide and probably traces of sriicon carbides also. The 
siliconizing process described hereinbefore is the eonven- 
tional vapor deposition pioce5s with sufKcient silicon being 
deposited onto the coated layer 15 to form molybdenutn- 5 
carbon-siticides with a thin outer layer of free silicon. This 
results in a closing of the pores in the molybdenum due 
to the silicon addition and the coating now progresses in 
outward to inward cross section from, silicon-molybdenum 
silicides, to molybdenum-carbon silicides, to molybdenum 10 
carbide, to the carbon or carbonaceous body 11. The re- 
sultant coating 17 is also essentially the same thickness as 
the original coating 13 of molybdenum which is initially 
deposited onto carbonaceous body 11. 

It is thus seen that by the use of the present invention 15 
a molybdenum coating can be changed from a weak me- 
chanical bond with a carbonaceous substrate to a strong 
chemical-mechanical bond and thereby produce a rela- 
tively stable coated article for high temperature uses. 
Coating 17 is oxidation resistant and remains a gas tight 20 
unitized coating when subjected to a high velocity stream 
of oxidizing fluid, such as air. 

Tests in a resistance heating facility have indicated that 
the hereinbefore described coated article undergoes cyclic 
heating without spalling. This is in contrast to the case 25 
when molybdenum disilicide is applied directly onto a sub- 
strate, as by flame spraying the powder onto the substrate. 
The disilicide coating when directly applied, easily spalls 
and gives extremely poor oxidation protection in com- 
parison with the converted molybdenum coating described 30 
in the present invention. 

It is to be understood that the above described process 
is given by way of example only and that numerous modi- 
fications are readily apparent to those skilled in the art. 
For example, the specific rates of flow for the various gases 35 
passing over the heated coated article, as well as the 
specific temperatures mentioned, are given as illustrations 
only and may, in some instances, be changed without de- 
parting from the scope of the invention. 

Also, the use of other high melting point, high stability 40 
disilicides may be employed to provide oxidation resistant 
protective coatings for carbonaceous substrates within the 
teaching of the present invention. For example, although 
the process and article described herein is particularly re- 
lated to molybdenum disilicide, it is obvious to those 45 
skilled in the art that this process is equally applicable to 
other disilicides, such for example those of tungsten, tan- 
talum, and niobium. 

It is therefore to be understood that within the scope of 
the appended claims, the invention may be practiced other- 50 
wise than as specifically described. 

What is claimed and desired to be secured by Letters 
Patent of the United States is: 

1. An article of manufacture comprising: 
a carbonaceous member having 55 
an oxidation protective coating integrally formed on an 

exposed surface thereof, 
said coating being essentially molybdenum disilicide and 

being formed by (a)  depositing a layer of molyb- 
denum onto an exposed surface of said carbonaceous 00 
member, (b) conditioning the coated member at an 
elevated temperature and in an inert gaseous environ- 
ment, (c) carbonizing said coating under said ele- 
vated temperature condition, (d) siliconizing said 
coating in the presence of an excess of hydrogen 65 
while maintaining said elevated tempmiure condi- 
tion, ( e )  further conditioning said coating in the 
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2. A method of preventirrg oxidation crlest~~stion of n 
carbonaceous base member comprising the steps of: 

providing a carbonaceous base member, 
flarne spraying a layer of molybdenunl onto an exposed 

surface of said cal bonaceous base member, 
heat conditioning the coated base under elevated tem- 

perature conditions for a predetermined period of 
time, 

carbonizing said coating under said elevated tempera- 
ture conditions, 

siliconizing said coating in the presence of an excess of 
hydrogen while under said high temperature condi- 
tion, 

further conditioning said coating in the presence of hy- 
drogen and in the temperature range of 2300-2500" 
F. for approximately ten minutes, and 

cooling the coated base to room temperature in an inert 
gaseous atmosphere. 

3. A method as in claim 2 wherein: 
the conditioning of the coated base prior to carboniza- 

tion thereof is achieved while said temperature is 
maintained at about 2600" F. for approxin~ately five 
minutes and at about 3000" F. for an additional five 
minutes, 

said inert gaseous atmosphere being provided by a flow 
of argon gas over the coated base, and 

the flow rate of said argon being approximately 1.5 
liters per minute. 

4. A method as in claim 2 wherein: 
the carbonizing of said coating is accomplished in a 

high temperature furnace with the temperature there- 
of maintained at approximately 3000' F., 

said furnace receiving, during the carbonizing of the 
coating, a hydrogen gas flow of about two liters per 
minute passing therethrough and over the coated 
base member, 

said hydrogen flow being bubbled through toluene prior 
to entering said furnace. 

5. A method as in claim 2 wherein said siliconizing of 
said coating is conducted in a high temperature furnace, 

said furnace temperature during the siliconizing step 
being maintained at about 2200" F. for approxi- 
mately ten minutes, 

a hydrogen gas flow of approximately four liters per 
minute bubbled through liquid SiCl, and passed over 
the heated coated base member during this time in- 
terval, and 

a hydrogen gas flow of about two liters per minute also 
being passed through the furnace during this time in- 
terval by another path to provide an excess hydrogen 
atmosphere for said coated member. 
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